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If{ [ Centerra Gold Inc. - Oksut Gold Project, Turkey
.|_||I||||I_|I|. Diamond Drill Hole Locations

OKSUT Period July 1st, 2019 to September 30th, 2019
MADENCILIK

. Location Location Northing| Elevation Length Collar Collar
Drill Hole Target Purpose Easting * . (m) (m) Azimuth ** Dip
ODDO0335 Keltepe North Exploration 719,053 4,240,695 1,746 369.70 77.00 -75
ODD0336 Buyuktepe Exploration 718,821 4,240,860 1,691 269.00 78.33 -68.1
OoDD0337 Boztepe West Exploration 717,084 4,240,336 1,591 711.40 283.04 -71.66
ODD0338 Keltepe Exploration 718,821 4,240,859 1,690 215.00 343.43 -59.9
ODD0339 Keltepe North Exploration 718,896 4,240,705 1,727 207.00 257.00 -60
ODD0340 Keltepe North Exploration 719,009 4,240,683 1,736 417.00 0.00 -90
ODD0341 Keltepe North Exploration 718,896 4,240,705 1,727 170.50 77.00 -84
ODD0342 Keltepe North Exploration 718,823 4,240,788 1,715 216.60 257.03 -61.09
ODD0343 Keltepe Resource Infill 719,289 4,240,502 1,788 196.00 261.18 -81.5
ODD0344 Keltepe Resource Infill 719,304 4,240,468 1,789 185.20 260.94 -82.47
ODD0345 Keltepe Resource Infill 719,310 4,240,409 1,793 239.80 229.05 -75.96
ODD0346 Keltepe Resource Infill 719,198 4,240,604 1,778 191.60 261.84 -80.03
ODD0347 Keltepe Resource Infill 719,304 4,240,474 1,789 203.00 253.08 -60.13
ODD0348 Keltepe Resource Infill 719,337 4,240,274 1,784 225.40 326.92 -86.08
ODD0349 Keltepe Resource Infill 719,282 4,240,750 1,816 288.60 254.83 -60.89
ODD0350 Keltepe Resource Infill 719,240 4,240,457 1,782 193.00 252.73 -62.05
ODD0351 Keltepe Resource Infill 719,316 4,240,236 1,772 185.60 334.89 -85.73
ODD0352 Keltepe Resource Infill 719,282 4,240,261 1,762 109.10 0.00 -90
ODD0353 Keltepe North Exploration 719,002 4,240,773 1,723 384.70 77.73 -61.62
ODD0354 Keltepe North Exploration 719,196 4,240,977 1,788 321.70 82.57 -57.27
ODDO0355 Keltepe North Exploration 718,878 4,240,852 1,690 293.70 86.32 -70.03
ODD0356 Keltepe Resource Infill 719,378 4,240,101 1,761 169.70 77.00 -70
ODD0357 Keltepe North Exploration 718,830 4,240,784 1,718 144.40 78.26 -70.72

Notes: Section line is location of the hole collar. * Datum is UTM ED50 Zone 36
This information should be read together with our news release of October 30, 2019. ** Azimuths are relative to grid

Mustafa Cihan, a Member of the Australian Institute of Geoscientists (AIG), is Centerra’s qualified person for the purpose of National Instrument 43-101.
Table is current as of September 30th, 2019.
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Centerra Gold Inc. - Oksut Gold Project

Drill Results

QK.B,SQI Period July 1st, 2019 to September 30th, 2019
. Core Length s
Drill Hole Target Purpose From (m) To (m) m) Au (g/t) Cu (%) Oxidation
87.9 95 71 0.21 Oxide
114.5 145.3 30.8 0.31 Oxide
. 157 163.2 6.2 0.24 Oxide
ODD0335 Keltepe North Exploration 178.6 1956 17 03 Oxide
278.8 299.6 20.8 0.42 Oxide
318.6 329.9 11.3 0.2 0.41 Sulphide
23 114 91 0.72 Oxide
includes 31.5 43.1 11.6 2.09 Oxide
. includes 91 100.5 9.5 1.06 Oxide
ODD0336 Keltepe North Exploration 154.2 194.7 405 0.25 Oxide
219 252.5 335 0.21 Oxide/Sulphide
incudes 230 245 15 0.24 0.18 Oxide/Sulphide
OoDD0337 Keltepe North Exploration No significant intercept
ODD0338 Keltepe North Exploration No significant intercept
ODDO0339 Keltepe North Exploration No significant intercept
89.5 121.0 31.5 0.44 Oxide
. 151.0 201.0 50.0 0.34 Oxide
ODD0340 Keltepe North Exploration 313.9 319.5 56 0.99 Sulphide
351.0 361.2 10.2 0.24 Sulphide
117.8 124.4 6.6 0.22 Oxide
ODD0341 Keltepe North Exploration
151.4 170.5 19.1 0.41 Oxide
ODD0342 Keltepe North Exploration No significant intercept
6.2 44.0 37.8 0.59 Oxide
80.5 125.0 44.5 0.42 Oxide
ODD0343 Keltepe Resource Infill
135.0 144.8 9.8 0.30 Oxide
165.8 174.8 9.0 0.24 Oxide
ODD0344 Keltepe Resource Infill 20.5 34.0 13.5 0.21 Oxide
ODD0345 Keltepe Resource Infill 134.6 147.8 13.2 0.23 Oxide
101.0 152.3 51.3 0.46 Oxide
ODD0346 Keltepe Resource Infill 163.5 189.4 25.9 0.85 Oxide
includes 169.9 175.7 5.8 1.79 Oxide
0.0 12.0 12.0 0.39 Oxide
0oDD0347 Keltepe Resource Infill 18.0 27.6 9.6 0.28 Oxide
179.5 187.0 7.5 0.25 Oxide
12.5 21.2 8.7 0.24 Oxide
27.2 44.0 16.8 0.75 Oxide
ODDO0348 Keltepe Resource Infill
68.3 74.8 6.5 0.25 Oxide
86.2 96.0 9.8 0.20 Oxide
90.8 115.1 24.3 0.23 Oxide
127.8 159.0 31.2 0.21 Oxide
. 188.0 198.0 10.0 0.32 Oxide
ODD0349 Keltepe Resource Infill
204.0 228.0 24.0 0.30 Oxide
233.2 2422 9.0 0.35 Oxide
248.2 282.5 34.3 0.34 Oxide
35.0 40.0 5.0 0.34 Oxide
ODD0350 Keltepe Resource Infill 115.4 122.0 6.6 0.24 Oxide
179.0 190.0 11.0 0.28 Oxide
ODDO0351 Keltepe Resource Infill 101.3 116.0 14.7 0.21 Oxide
9.0 20.0 11.0 0.66 Oxide
ODD0352 Keltepe Resource Infill 27.3 49.0 21.7 0.36 Oxide
99.2 108.2 9.0 0.20 Oxide
150.7 158.0 7.3 0.34 Oxide
. 175.9 183.8 7.9 0.32 Oxide
ODD0353 Keltepe North Exploration
259.4 275.7 16.3 0.21 Oxide
339.8 350.9 11.1 0.35 Sulphide
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Centerra Gold Inc. - Oksut Gold Project

Drill Results
Period July 1st, 2019 to September 30th, 2019

Drill Hole Target Purpose From (m) To (m) °°'e(";3“9th Au(git) | cu (%) Oxidation
ODD0354 Keltepe North Exploration No significant intercept
35.8 46.7 10.9 0.56 Oxide
79.7 89.5 9.8 0.23 Oxide
ODD0355 Keltepe North Exploration 118.8 128.8 10.0 0.21 Oxide
188.0 201.0 13.0 0.24 Oxide
212 229 17 0.2 Oxide
ODD0356 Keltepe Exploration No significant intercept
ODD0357 Keltepe North Exploration No significant intercept

Notes: Mineralized intervals are greater than 0.20 g/t Au, 0.1% Cu.

Higher grade sub-intervals are greater than 1.00 g/t Au, 1% Cu.

Maximum of 5m internal dilution is allowed.

True widths for mineralized zones are about 60% to 90% of stated down hole interval.

Oxidation assignment is a visual discrimination from core logging.

This information should be read together with our news release of October 30, 2019.

Mustafa Cihan, a Member of the Australian Institute of Geoscientists (AIG), is Centerra’s qualified person for the purpose of National Instrument 43-101.

Tables are current as of September 30, 2019.
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Oksut Gold Project — Keltepe Drill Hole Plan Map
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This information should be read together with our news release of October 30, 2019.

Mustafa CihanI a Member of the Australian Institute of Geoscientists iAIGil is Centerra’s iualified ierson for the iuriose of National Instrument 43-101

1



Turkey — Q3 2019 centerracoLn

Oksiit Gold Project — Keltepe Section 4-8
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This information should be read together with our news release of October 30, 2019. 2

Mustafa CihanI a Member of the Australian Institute of Geoscientists iAIGil is Centerra’s iualified ierson for the iuriose of National Instrument 43-101
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Oksiit Gold Project — Keltepe Section C-D
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This information should be read together with our news release of October 30, 2019. 3
Mustafa Cihan, a Member of the Australian Institute of Geoscientists (AIG), is Centerra’s qualified person for the purpose of National Instrument 43-101
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Oksiit Gold Project — Keltepe Section £-F
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This information should be read together with our news release of October 30, 2019.
Mustafa Cihan, a Member of the Australian Institute of Geoscientists (AIG), is Centerra’s qualified person for the purpose of National Instrument 43-101
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Oksiit Gold Project — Keltepe Section G-H
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This information should be read together with our news release of October 30, 2019.

Mustafa Cihan, a Member of the Australian Institute of Geoscientists (AIG

is Centerra’s qualified person for the purpose of National Instrument 43-101
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Oksiit Gold Project — Keltepe Section 7-J
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This information should be read together with our news release of October 30, 2019.
Mustafa Cihan, a Member of the Australian Institute of Geoscientists (AIG), is Centerra’s qualified person for the purpose of National Instrument 43-101
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Oksiit Gold Project — Keltepe Section K-L
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This information should be read together with our news release of October 30, 2019.
Mustafa Cihan, a Member of the Australian Institute of Geoscientists (AIG), is Centerra’s qualified person for the purpose of National Instrument 43-101
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Oksiit Gold Project — Keltepe Section M-N
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This information should be read together with our news release of October 30, 2019. 8
Mustafa Cihan, a Member of the Australian Institute of Geoscientists (AIG), is Centerra’s qualified person for the purpose of National Instrument 43-101
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Oksiit Gold Project — Keltepe Section O-P
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This information should be read together with our news release of October 30, 2019.
Mustafa Cihan, a Member of the Australian Institute of Geoscientists (AIG), is Centerra’s qualified person for the purpose of National Instrument 43-101




